
MISSISSIPPI DEPARTMENT OF TRANSPORTATION 
 
SPECIAL PROVISION NO. 907-601-1 CODE:  (IS) 
 
DATE: 08/29/2007 
 
SUBJECT: Structural Concrete 
 
Division 600, Incidental Construction, of the 2004 Edition of the Mississippi Standard 
Specifications for Road and Bridge Construction is hereby amended as follows: 
 
After the heading DIVISION 600 - INCIDENTAL CONSTRUCTION, add the following: 
 
Unless otherwise specified, all testing of Portland cement concrete in Division 600 shall be in 
accordance with the requirements of Subsection 907-601.02.1. 
 
907-601.02--Materials. 
 
907-601.02.1--General.  Delete the second and third sentence of the first paragraph of Subsection 
601.02.1 on page 348, and substitute the following: 
 
Sampling and testing will be in accordance with TMD-20-04-00-000 or TMD-20-05-00-000, as 
applicable. 
 
907-601.03.6.3--Removal of Falsework, Forms, and Housing.  Delete the first paragraph, the 
table and second paragraph of Subsection 601.03.6.3 on pages 349 and 350, and substitute the 
following: 
 
The removal of falsework, forms, and the discontinuance of heating, shall be in accordance with the 
provisions and requirements of Subsection 907-804.03.15, except that the concrete shall conform to 
the following compressive strength requirements: 
 

Wingwall and Wall Forms not Under Stress .....................  1000 psi 
Wall Forms under Stress ...................................................  2200 psi 
Backfill and Cover clear ....................................................  2400 psi 

 
In lieu of using concrete strength cylinders to determine when falsework, forms, and housings can 
be removed, an approved maturity meter may be used to determine concrete strengths by inserting 
probes into concrete placed in a structure.  The minimum number of maturity meter probes required 
for each structural component shall be in accordance with Subsection 907-804.03.15.  Procedures 
for using the maturity meter and developing the strength/maturity relationship shall follow the 
requirements of Subsection 907-804.03.15.  Technicians using the maturity meter or calculating 
strength/maturity graphs shall meet the requirements of Subsection 907-804.03.15. 
 
907-601.05--Basis of Payment.  Add the “907” prefix to the pay items listed on page 352. 
 


